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Recommended Corrective Act ion : 
Remove affected weld. Bring to required temperature. MT inspect. Reweld. After cooling to ambient 
MT and UT insPect the comdeted weld. 
___ ____ ~ _______ ______ ~- - -- __-_ ~ _ _ _ _ _ _ _ - -  - - -- - - ___ 

Corrective Actions Verified Complete and Inspected: 
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